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OGMCOAL - Fwd: Residual Polymer Results

From: Kevin Lundmark

To: OGMCOAL

Date: 1/25/2011 11:01 AM

Subject: Fwd: Residual Polymer Results
CC: Steve Christensen

Attachments: Polymer Results.PDF

>>> "Marrelli, Dana" <dmarrelli@coalsource.com> 1/25/2011 10:07 AM >>>
Hello Kevin and Steve,

| have attached the residual polymer results for the Crandall Canyon Mine Iron Treatment Facility. | will have
the pH and Aluminum information for you by the end of the week. Please let me know if you have any
questions.

Thank you,

Q%(l?/l(( //L/%;/’/(’//I

Utah American Energy Inc.
PO Box 910

East Carbon, Utah 84520
Work: 435-888-4026

Cell: 435-650-9799
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Analysis Report Page 1 of 1
Residual Polymer Test

Genwal Resources Inc. 600 T :
794 "C" Canyon Road ; - |
East Carbon, UT 84520 ;
500 \ —
Client Sample ID: Polymer Test ‘
Date Sampled: 12/13/2010 i |
Date Received: 12/13/2010 400 | ‘ | |
Product Description: | | - -0.5540x
Sample Taken At: Genwal Mine E ! | ¥ 5228 {3874e’
Sample Taken By: Dana Marelli = ' ' R 11: 0'99%2
Time Received: 1540 Ly ‘ j . ‘ |
Time Sampled: NA ' ' ’ ;
Coagulant (1mg/l) and Flocculent 200 ‘
Exponent INTERCEPT |
-0.554 528.587000 '
Standards Time Conc. Mg/i] 100 1 |
BLANK 540 0
1 415 0.5 . «'
2 121 2.5 5 | | i | —
2 383:1639 ;’5 0 1 2 3 4 Gonc.5 6 7 8

Comments: Customer supplied method
Residual Polymer (based on 1 mg/l Coagulant)

Sample # mL of Sample Time Conc. Mg/l |

1106147-001 45 571 ND

ND = none detect (<0 mg/t)

VS
Domenic Ibanez \\

Water Lab Supervisor

SGS North America Inc. Minerals Services
P.O. Box 1020 Huntington, UT 84528 t (435) 653.2311 f(435) 653.2436 WWW.Sgs.com

I Member of SGS Group (Société Générale de Surveillance)

This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn to the limitation of liability,
indemnification and jurisdiction issues defined therein.

Any holder of this document is advised that information contained heron reflects the Company's findings at the time of its intervention only and within the limits of Client's instructions, if any.
The Company's sole responsibility is to its Client and this document does not exonerate parties to a transaction from exercising all their rights and obligations under the transaction documents.
Any unauthorized alteration, forgery or falsification of the content or appearance of this document is uniawful and offenders may be prosecuted to the fullest extent of the law.



Analysis Report Page 1 of 1
Residual Polymer Test

Genwal Resources Inc. 600
794 "C" Canyon Road
East Carbon, UT 84520 t
500 \
Client Sample ID: Polymer Test
Date Sampled: 12/20/2010
Date Received: 12/20/2010 400
Product Description: = -P-5540x
Sample Taken At: Genwal Mine E ¥= 5228 {p874e
Sample Taken By: Dana Marelli - R" 7 0.9992
Time Received: 1425 : 300
Time Sampled: NA
Coagulant (1mg/l) and Flocculent 200 N
Exponent INTERCEPT
-0.554 528.587000
Standards Time Conc. Mg/ 100
BLANK 540 0

1 415 0.5 S~

2 121 2.5 0

2 38?2‘.639 7?5 0 1 2 3 4 conc.5 6 7 8

Comments: Customer supplied method
Residual Polymer (based on 1 mg/l Coagulant)

Sample # mL of Sample Time Conc. Mg/l

1106148-001 45 598 ND

ND = none detect (<0 mg/l)

Y

SN

X
€ K
Domenic ibanez M

Water Lab Supervisor

SGS North America Inc. Minerals Services
P.O. Box 1020 Huntington, UT 84528 t (435) 653.2311 £ (435) 653.2436 WWW.sgs.com

J Member of SGS Group (Société Générale de Surveillance)

This document is issued by the Company under its General Conditions of Service accessible at http./iwww. sgs com/terms_and_conditions htm. Attention is drawn to the limitation of liabiity,
indemnification and jurisdiction issues defined therein.

Any holder of this document is advised that information contained heron reflects the Company’s findings at the time of its intervention only and within the limits of Client's instructions, if any.
The Company's sole responsibility is to its Client and this document does not exonerate parties to a transaction from exercising all their rights and obligations under the transaction
documents. Any unauthonized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law,



Genwal Resources Inc.

794 "C" Canyon Road
East Carbon, UT 84520

Client Sample ID: Polymer Test
Date Sampled: 12/28/2010
Date Received: 12/28/2010
Product Description:

Sample Taken At: Genwal Mine
Sample Taken By: Dana Marelli
Time Received: 1500

Time Sampled: 1400

Coagulant (1mg/l) and Flocculent

Exponent INTERCEPT
-0.554 528.587000
Standards Time Conc. Mg/l]
BLANK 540 0
1 415 0.5
2 121 2.5
3 33.69 5
4 8.43 7.5

Residual Polymer (based on.1 mg/l Coagulant)

Sample # mL of Sample

Time

Conc. Mg/l |

1106149-001 45

548

ND

ND = none detect (<0 mg/l)

SGS North America inc.

Minerals Services

P.0. Box 1020 Huntington, UT 84528

Analysis Report

Page 1 of 1

Residual Polymer Test

600

500

400

Time

300

200

100

y = 5281587434
R? = 0.9992
0 3 4 conc.5 6 7 8

Comments: Customer supplied method

Ve

A

Domenic Ibanez
Water Lab Supervisor

t (435) 653.2311

f (435) 653.2436

=

WWW.sgs.com

Member of SGS Group (Société Générale de Surveillance)

This document is issued by the Company under its General Conditions of Service accessible at http:/iww.sgs.com/terms_and_conditions htm. Attention is drawn to the limitation of liability,
indemnification and jurisdiction issues defined therein.

Any holder of this document is advised that information contained heron reflects the Company's findings at the time of its intervention only and within the limits of Client's instructions, if any.
The Company's sole responsibility is to its Client and this document does not exonerate parties to a transaction from exercising all their rights and obligations under the transaction
documents. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
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Residual Polymer Test

Genwal Resources Inc. 600
794 "C" Canyon Road
East Carbon, UT 84520
500
Client Sample ID: Polymer Test
Date Sampled: 1/7/2011
Date Received: 1/7/2011 400
Product Description: _ -D.5540x
Sample Taken At: Genwal Mine E y= 5228 [0874e
Sample Taken By: Dana Marelli - R 7 0.9992
Time Received: 1250 300
Time Sampled: NA
Coagulant (1mg/l) and Flocculent 200 N
Exponent INTERCEPT
-0.554 528.587000
Standards Time Conc. Mg/ 100
BLANK 540 0
1 415 0.5 S
2 121 2.5 0 —
3 383.;1639 7?5 0 1 2 3 4 conc. 5 6 7 8

Comments: Customer supplied method
Residual Polymer (based on 1 mg/l Coagulant)
Sample # mL of Sample Time Conc. Mg/l
1106149-001 45 514 0.05

ND = none detect (<0 mg/)

Domenic Ibanez
Water Lab Supervisor

Ve
%

SGS North America Inc. Minerals Services
P.O. Box 1020 Huntington, UT 84528 t (435) 653.2311 f (435) 653.2436 Www.sgs.com

Member of SGS Group (Société Générale de Surveillance)

This document is issued by the Company under its General Conditions of Service accessible at hitp:/iwww.sgs.comiterms_and_conditions . htm. Attention is drawn to the limitation of liability,
indemnification and jurisdiction issues defined therein.

Any holder of this document is advised that information contained heron reflects the Company's findings at the time of its intervention onty and within the limits of Client's instructions, if any.
The Company's sole responsibility is to its Client and this document does not exonerate parties to a transaction from exercising all their rights and obligations under the transaction
documents. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.



