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OGMCOAL DNR <ogmcoal@utah.gov>

0250005 Coal Hollow pre-disturbance Prime Farmland Density Testing (DRH soils)

Priscilla Burton <priscillaburton@utah.gov> Wed, Jul 11, 2018 at 3:43 PM
To: OGMCOAL DNR <ogmcoal@utah.gov>

---------- Forwarded message ----------

From: Kirk Nicholes <knicholes@altoncoal.com>

Date: Mon, Jul 9, 2018 at 3:41 PM

Subject: Prime Farmland Density Testing

To: "Priscilla Burton (priscillaburton@utah.gov)" <priscillaburton@utah.gov>

Here’s the spreadsheet with the density work

Thanks

Kirk Nicholes

Environmental Specialist
Alton Coal Development, LLC
463 N 100 W

Cedar City, Utah 84721

T: 435-867-5331

C: 435-691-1551
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ACD NPL Prime and State Soils

GEM Engineering Field Density Test Summary

Converted Density

Lab Data Field Data Data
Lab Max Lab Max
Dry Optimum Dry Moisture Dry Dry
Horizon Depth Elev. Density Moisture Density Content Compaction Density  Density
inches inches Ibs/ft? % Ibs/ft? % % gr./Jem®*  gr./Jem®
Prime 1 A 0-12 -6 102.5 18.0 76.7 18.3 75 1.64 1.23
B 12-24 -18 115.0 14.0 985 10.3 86 1.84 1.58
B 24-36 -32 115.0 14.0 1034 11.4 90 1.84 1.65
B 24-36
-60 115.0 14.0 101.2 17.5 88 1.84 1.62
Prime 2 A 0-12 -6 102.5 18.0 705 12.1 69 1.64 1.13
A 12-20 -20 115.0 14.0 93.8 18.7 82 1.84 1.50
B 20-32 -38 115.0 14.0 874 14.1 76 1.84 1.40
B 32-48
-53 115.0 14.0 100.3 15.9 87 1.84 1.60
Prime 3 A 0-12 -6 102.5 140 721 13.8 70 1.64 1.15
A 12-18 -18 115.0 14.0 799 15.9 69 1.84 1.28
B 18-30
B 30-48 -36 115.0 14.0 924 13.2 80 1.84 1.48
-53 115.0 18.0 96.1 17.0 84 1.84 1.54
Prime 4 A 0-12 -6 102.5 18.0 86.9 9.0 85 1.64 1.39
B 12-24 -18 102.5 18.0 80.7 10.5 79 1.64 1.29
B 24-36 -28 115.0 14.0 85.0 6.3 74 1.84 1.36
B 36-48 -48 no test same material
Prime 5 A 0-12 -6 102.5 18.0 915 4.9 89 1.64 1.46
A 12-18 -18 102.5 18.0 80.1 13.7 78 1.64 1.28
B 18-30 -28 115.0 14.0 93.6 10.5 81 1.84 1.50
B 30-48 -48 no test same material
Prime 6 A 0-12
A 12-20
B 20-36 Not Tested
B 36-48
Prime 7 A 0-12 -6 102.5 18.0 844 11.3 82 1.64 1.35
A 12-24 -14 115.0 14.0 90.6 10.0 79 1.84 1.45
B 24-36 -32 115.0 140 100.5 171 87 1.84 1.61
C 36-48 -48 115.0 14.0 1039 15.6 90 1.84 1.66
Prime 8 A 0-12 -6 102.5 18.0 76.6 15.7 75 1.64 1.23
A 12-20 -18 102.5 18.0 78.2 14.9 76 1.64 1.25
B 20-32
B 32-48 -38 115.0 14.0 95.6 17.9 83 1.84 1.53
-53 no test same material
Prime 9 A 0-12 -6 102.5 18.0 73.2 12.8 71 1.64 1.17
A 12-20 -20 102.5 18.0 57.7 13.5 56 1.64 0.92
B 20-32
B 32-48 -36 115.00 14.00 96.40 18.70 84 1.84 1.54
-56 115.00 14.00 98.00 15.30 85 1.84 1.57
Prime 10 A 0-12 -6 102.5 18.0 76.5 11.9 75 1.64 1.22
A 12-24 -18 115.0 14.0 87.3 8.9 76 1.84 1.40
B 24-36 -28 115.0 14.0 98.1 7.4 85 1.84 1.57
B 36-48 -48 no test same material
Prime 11 A 0-12 -6 102.5 18.0 934 9.3 91 1.64 1.49
A 12-18 -18 115.0 140 844 14.8 73 1.84 1.35
B 18-30 -24 115.0 14.0 93.2 9.7 81 1.84 1.49
B 30-48
-53 no test same material
Prime 12 A 0-12
B 12-24
B 24-36 Not Tested
B 36-48
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